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Report No. M19-00033/5

Stone Test Report Issue No: 1
Client: Stones World International Company LLC
Post Box: 98
Contact: Mr.Mohammed Rehan
Project No; N.G
Project Name: General Project | Qf“f
Consultant: N.G Approved - Abdul Feizal
Owner: N.G Department Manager, Civil Laboralory
Contractor: Stones World International Company Dalo of Issue: 17/01/2019
Project Location: N.G
Tel / Fax No: +868 91717689
Sample Details
Received Date: 06/01/2019 - "Eliér-it_gm_ﬁe ID: NG
Work Order ID: M19-00033 Order No: N.G
Sample ID: M19-00033-85 Date tested: 10/01/2019 - 14/01/2019
Source: N.G Sample Description: Arabescato/ Italy
Sampled By: Client Sample Certificate: N.G
Test Results

Method Test/Parameter Results | Spec. Limits

Mean Water Absorption,weight % 0.12 N/A

ASTM C 97/C97M-18
Mean Bulk Specific Gravity 2.712 N/A

Compressive Strength, Mpa

{Average of 5 specimens) Dry 136
ASTM C 170-17 -
Compressive Strength, Mpa

(Average of 5 specimens) L) L
Modulus of Rupture, Mpa (Average of § specimens) Dry 11.5
ASTM C 99/C 99M-18 N/A
Moduius of Rupture, Mpa (Average of 5 specimens} Wet 121
Flexural Strength, Mpa (Average of 5 specimens) Dry 17.2 NfA
ASTM C 880/ CBBOM-18
Flexural Strength, Mpa (Average of 5 specimens) Wet 14.5 N/A
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