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Contractor: Stones World International Company Date of Iasus: 17/01/2012
Project Location: N.G
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Sample Details

Received Date: 06/01/2019 o ~ Client sai‘n?leE):_ NG

Work Order ID: M19-00033 Order No: N.G

Sampie ID: M19-00033-S1 Date tested: 06/01/2019 - 10/01/2019
Source: N.G Sample Description: Diamound White/ Greece
Sampled By: Client Sample Certificate: N.G

Test Results

Method

ASTM C 97/C97M-18

ASTM C 170-17

ASTM C 99/C 99M-18

Test/Parameter

Mean Water Absorption,weight %

Mean Buik Specific Gravity

Compressive Strength, Mpa
{Average of 5 specimens)

Compressive Strength, Mpa
{Average of 5 specimens)

Modulus of Rupture, Mpa (Average of 5 specimens)

Modulus of Rupture, Mpa {Average of 5 specimens)

Flexural Strength, Mpa {Average of 5 specimens)

ASTM C 880/ C880M-18

Flexural Strength, Mpa (Average of 5 specimens)

Dry

Wet

Dry

Wet

Dry

Wet

Results | Spec. Limits

0.29 N/A
2832 N/A
146
N/A
159
5.0
- N/A
48
4.1 N/A
31 N/A

Comments

Summary report provided as per request
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Awork and services caried out by Element Materials Technology ME Limited LLC are subject to, and conducted in accordance with, the standard Terms and Conditions of
Elentent Materials Technalogy ME Limited LLC which are avaitable at bitps Jfwww. element comyterms/terms-and-conditions or upon request
Thus document may not be reproduced other than i full, #xcept with the prior written appeenval of the is5wing laboratory.

The results retate only to the itemq(s) tested Sampling conducted by the organization indicated




